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REPORT ISSUED TO 
Carter Architectural Panels Inc. 
221 E. Willis Road “A” Unit 18 
Chandler, AZ 85286 
 
SECTION 1 
SCOPE 
 
Intertek  Building &  Construction  (B&C) was  contracted  by  Carter  Architectural  Panels  Inc.,  to 
evaluate  the  flame propagation  characteristics  of  an exterior,  non‐load‐bearing wall  assembly 
containing  Etalbond®‐FR/FUSION/JMCladstone/USG/Tremco,  wall  panel  system.    Testing  was 
conducted at the Intertek B&C test facility in Elmendorf, Texas, U.S.A. Results obtained are tested 
values and were secured by using the designated test method. A summary of test results and the 
complete graphical test data is reported herein. This report does not constitute certification of 
this product nor an opinion or endorsement by this laboratory. 
 
SECTION 2 
SUMMARY OF TEST RESULTS 
 
Wall System: Exterior Non‐load‐bearing Wall Assembly 
Combustible  Components:  Etalbond®  FR  (Aluminum Composite Panels),  TREMCO EXOAIR 110 
membrane,  TREMCO  DYMONIC®  100  High  Performance  Polyurethane  Sealant,  TREMCO 
SPECTREM®1 Moisture‐Cure Silicone Sealant,  TREMCO 4  in.,  one  sided  single  ribbed, proglaze 
ETA. 
 
NFPA 285 Test Results 
The assembly described and tested in this report met the Conditions of Acceptance of NFPA 285‐
2019. Construction of the full assembly is summarized in Section 7 of this test report. 
 
For INTERTEK B&C: 

COMPLETED BY:  Jason De La Cruz  REVIEWED BY:  Herbert W. Stansberry II 

 
TITLE:  Senior Project Engineer   TITLE: 

Engineering Supervisor 
Building and Construction 

 
 
SIGNATURE: 

 
  SIGNATURE:   

DATE:  04/03/19  DATE:  04/03/19 
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SECTION 3 
TEST METHOD 
 
The assembly was evaluated in accordance with the following: 

NFPA 285‐2019, Standard Fire Test Method for Evaluation of Fire Propagation Characteristics 
of  Exterior  Non‐Load‐Bearing Wall  Assemblies  Containing  Combustible  Components,  2019 
Edition 

 
SECTION 4 
MATERIAL SOURCE/INSTALLATION 
 
All  samples  were  provided  directly  from  the  client.  Samples  were  not  manufactured  under 

Intertek surveillance.  The samples were received at the Evaluation Center on 12/17/18 and were 
assigned Intertek Sample ID No. SAT1812171316‐001.  
 
The base wall  including the Installation of USG/TREMCO SECUROCK® EXOAIR®430 Air & Water 
Barrier  exterior  sheathing was  completed  by  Intertek  personnel.    The  TREMCO  EXOAIR  tape, 
TREMCO  DYMONIC®100  High  Performance  Polyurethane  Sealant,  TREMCO  SPECTREM®1 
Moisture‐Cure  Silicone  Sealant,  TREMCO  4  in.,  one  sided,  single  ribbed,  PROGLAZE  ETA were 
installed  by  TREMCO  representative  William  Cardott.  The  JOHNS  MANVILLE  2  in.  thick  JM 
CLADSTONE® Water and Fire Block mineral wool insulation, TENMAT F IREFLY  102  intumescent 
strip  fire  seal,  FUSION®  extrusions  and  0.16  in.  (4  mm.)  thick,  Etalbond®  FR  core  aluminum 
composite panels were installed by Auzmet Architectural. 
 
 
SECTION 5 
LIST OF OFFICIAL OBSERVERS 
 

NAME  COMPANY 

Kathy Miks  Johns Manville 

Joel McKinley  Carter Architectural Panels Inc. 

William C. Cardott  Tremco 

Marco Kristen  Tenmat 

Ian Hainsworth  Tenmat 

George K. Michalatos  Elval‐Colour 

Jason De La Cruz  Intertek B&C 

Abel de Hoyos  Intertek B&C 
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SECTION 6 
TEST PROCEDURE 
 
The wall assembly was instrumented with thermocouples (TCs) in accordance with Figures 6.1(a) 
and 6.1(b); Detail H, of NFPA 285‐2012 test method. 18 GA, Type K TCs were used in the burn 
room and  24 GA,  Type  K were  used  on  the  exterior  façade  and  combustible  core  space.  The 
window burner was positioned in the center of the opening and 4 in. off the exterior face of the 
wall assembly. Testing was performed on 02/22/2019  in accordance with NFPA 285‐2019  test 
method.  Ambient  conditions  were  55°F  and  80%  relative  humidity.  Video  recording,  digital 
photographs,  visual observations,  and data collection were performed prior, during, and after 
testing was completed. Temperature data was recorded every 15 seconds. The test was initiated 
at  09:47  a.m. with  the  burners  on  for  30 minutes.  All  observations  are  recorded  in  the  table 
located in Section 8. 
 
The  apparatus  is  considered  to  be  under  calibrated  conditions  when  the  time  average 
temperatures and the time average heat flux readings obtained for a calibration wall match the 
requirements of Table 7.1.11 of NFPA 285‐2019.   
 
CALIBRATED EQUIPMENT USED 

Equipment  Equipment No.  Cal. Due Date 

DAQ  99LE006  3‐22‐19 

Thermo/Hygrometer  170475469  6‐26‐19 

Stopwatch  170558063  8‐2‐19 

Stopwatch  160778059  8‐2‐19 
 
SECTION 7 
TEST ASSEMBLY DESCRIPTION 
 
The wall assembly contained 5/8 in. thick, USG/TREMCO SECUROCK® EXOAIR®430 Air & Water 

Barrier  exterior  sheathing,  TREMCO  EXOAIR  110  membrane,  TREMCO  DYMONIC®100  High 

Performance  Polyurethane  Sealant,  TREMCO  SPECTREM®1  Moisture‐Cure  Silicone  Sealant, 

TREMCO 4 in., one sided single ribbed, Proglaze ETA, JOHNS MANVILLE 2 in. thick JM CLADSTONE® 

Water and Fire Block insulation, TENMAT FIREFLY  102  intumescent  strip  fire  seal,  FUSION® 

extrusions and 0.16 in. (4 mm) thick, Etalbond® FR aluminum composite panels. Drawings of the 

wall assembly can be found in Section 13 of this report. 

 

Framing – 3‐5/8 in. deep by 1‐1/4 in. flange by 20 GA steel studs and track, installed with 1/2 in. 

pan  head  framing  screws  at  24  in.  on‐center  (oc).  Cavities  of  the  studs  were  left  empty 

(uninsulated). 

 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 5 of 46  RT‐R‐AMER‐Test‐2781 

Exposed side sheathing ‐ 4 ft. by 10 ft. by 5/8 in. thick Type X gypsum board, installed with the 

long dimension perpendicular to the steel studs using #14 × 1‐1/4 in. long self‐tapping bugle head 

screws at 8 in. oc and 12 in. in the field. All joints and screw heads received a Level 2 finish. 

 

Un‐exposed side sheathing – USG/TREMCO SECUROCK® EXOAIR®430 Air & Water Barrier exterior 

sheathing, 4 ft. by 8 ft. by 5/8 in. thick, installed with the  long dimension perpendicular to the 

steel studs using #14 × 1‐1/4 in. long self‐tapping bugle head screws at 8 in. oc and 12 in. in the 

field. All joints and screw heads were covered with, TREMCO DYMONIC®100 High Performance 

Polyurethane Sealant. The window opening was finished with TREMCO EXOAIR tape followed by 

TREMCO SPECTREM®1 Moisture‐Cure Silicone Sealant used to secure TREMCO 4 in., one sided 

single ribbed, PROGLAZE ETA used on the header and uprights of the window opening. 

 

Wall Brackets – 2 in. 18 GA “Z” bars and “U” bars were utilized to hold the mineral wool insulation 

and to attach the Fusion whole clips and half clips. Refer to Section 13 of this report for further 

details. 

 

Wall Insulation – JOHNS MANVILLE 2 in. thick JM CLADSTONE® Water and Fire Block insulation 

installed onto wall using ULTRAFAST® Phillips 5 in. roofing fasteners and ULTRAFAST® CI Plates.  

 

Wall Panels – 0.16  in.  (4 mm)  thick, Etalbond® FR aluminum composite panels with FUSION – 

Perimeter extrusions.  

 

Window Opening ‐ The 30 in. x 78 in. window opening was finished with TREMCO EXOAIR tape 

followed by TREMCO SPECTREM®1 Moisture‐Cure Silicone Sealant used to secure TREMCO 4 in., 

one sided single ribbed, PROGLAZE ETA used on the header and uprights of the window opening.  

The window header used a 26 gauge head flashing followed by (on the window header only) 18 

gauge aluminium flashing flush with the exterior edge of the panels and with a 2 in. leg within the 

interior side of the window opening.   

 

The assembly was completed on 02/22/19. 
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SECTION 8 
TEST OBSERVATIONS 
 

TIME 
(Min:Sec) 

OBSERVATIONS 

00:00  Ignition of room burner. Test started at 09:47 a.m. 

01:36  Flames from room burner exiting the window opening. 

01:56  Window header flashing is warping. 

05:00  Window burner on. 

07:10  Panels directly above window opening are warping. 

07:15  Material melting and falling from window header. 

09:32  Flaming observed at window header at centerline (interior edge) 

13:41  Moderate smoke at top cap of wall assembly. 

14:08  Panels above window opening peeling and warping up to 2 ft. above window 
opening. 

16:40  Flames observed at the bottom of first row of panel above window opening. 

18:35  Panels peeling up to 4 ft. above window opening. 

23:00  Panels peeling up to 5 ft. above window opening. 

23:47  Panels directly above window opening have opened up. 

25:03  Flames reach 3 ft. above window opening. 

27:40  Flaming visible at 4 ft. above window opening 

30:00  Test burners off. Begin Observation period.  

40:00  End of Observation period. Test terminated. 
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SECOND FLOOR OBSERVATIONS 

TIME 
(Min:Sec) 

OBSERVATIONS 

00:00  Ignition of room burner. Test started at 09:47 a.m. 

01:45  Light smoke from right side under angle (as viewed) 

02:10  Light smoke from left side under angle (as viewed) 

05:00  Window burner ignited. Light smoke continues. 

08:00  Light smoke continues.  Room visibility at 95%. 

10:00  No visible changes. 

12:00  Smoke increases.  Room visibility at 85%. 

15:00  No changes.  Room visibility at 90%. 

18:00  Room visibility at 85%. 

20:00  Smoke continues to build. Room visibility at 75%. 

23:00  Room visibility at 70%. 

28:00  Room visibility at 70%. No visible changes. 

30:00  Test burners off.  Smoke continues. 

32:00  Smoke clearing from room.  Visibility at 75% 

36:00  Room visibility at 95%. 

40:00  Observation period ends.  Test terminated. 
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SECTION 9 
TEST RESULTS 
 

TEST REQUIREMENTS  TEST RESULTS  PASS/FAIL

Flames did not reach 10 ft. above the 
window opening header. 

Flames  did  not  reach  10  ft.  above  the 
window opening header. 

PASS 

Flames did not reach a lateral distance 
of 5 ft. from the vertical centerline. 

Flames did not  reach a  lateral distance 
of 5 ft. from the vertical centerline. 

PASS 

Flames did not propagate beyond the 
limits of the first story test room. 

Flames  did  not  propagate  beyond  the 
limits of the first story test room. 

PASS 

No visible flaming in the second story 
test room 

No  visible  flaming  in  the  second  story 
test room. 

PASS 

TC’s 11 and 14‐17 
(1000°F limit) 

TC’s did not exceed their limit.    PASS 

TC’s 18‐19, 28, and 31‐40 
(1000°F limit) 

TC’s did not exceed their limit.    PASS 

TC’s 49‐54 
(500°F above ambient) 

TC’s did not exceed their limit.    PASS 
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SECTION 10 
PHOTOGRAPHS 

   
Photo No. 1 

Base wall joint and window detail preparation 
 

 
Photo No. 2 

5/8 in., USG/TREMCO SECUROCK® EXOAIR 430® for Base Wall  
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Photo No. 3 

Rear View of Base Wall Prior to 5/8 in., Type X Gypsum Board Installation  
 

 
Photo No. 4 

TREMCO EXOAIR Tape  
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Photo No. 5 

TREMCO Dymonic 100 High Performance Polyurethane Sealant 
 

 
Photo No. 6 

Application of TREMCO Dymonic 100 High Performance Polyurethane Sealant 
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Photo No. 7 

TREMCO Spectrem 1, Silcone Sealant 
 

 
Photo No. 8 

TREMCO PROGLAZE ETA  
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Photo No. 9 

Application of TREMCO Spectrem 1, Silcone Sealant & TREMCO PROGLAZE ETA 3 in. 
 
 

 
Photo No. 10 

Base Wall Window Detail 
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Photo No. 11 

Johns Manville Cladstone™ Insulation, 2 in. thick 
 

 
Photo No. 12 

Installation of U‐channel and Z‐girt with Insulation 
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Photo No. 13 

Installation of TRUFAST® #12 3‐3/4” fasteners and TRUFAST® 3” Galvalume Plates 
 

 
Photo No. 14 

TENMAT FIREFLY 102 
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Photo No. 15 

Installation of TENMAT FIREFLY 102 round window opening 
 

 
Photo No. 16 

Installation of Etalbond® FR aluminum composite panels 
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Photo No. 17 

View of backside of Etalbond® FR aluminum composite panels 
 

 
Photo No. 18 

Finished test assembly 
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Photo No. 19 

Window opening of finished test assembly 
 

 
Photo No. 20 

Interior view of window opening of finished test assembly 
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Photo No. 21 

Room burner at beginning of test (approx. 3 minutes into test) 
 

 
Photo No. 22 

Window burner ignited 
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Photo No. 23 

Smoke from wall during test 
 

 
Photo No. 24 

Flaming drops from panels above window opening 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 21 of 46  RT‐R‐AMER‐Test‐2781 

 
Photo No. 25 
During test 

 

 
Photo No. 26 

Burners turned off at end of 30‐minute exposure 
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Photo No. 27 

Residual flaming during optional 10‐minute observation period 
 

 
Photo No. 28 
Post test photo 
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SECTION 11 
GRAPHS 

 
Graph No. 1 

Exterior Face Temperatures 
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Graph No. 2 

Exterior Face 10 ft. Temperatures 
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Graph No. 3 

Lateral Space Temperatures 
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Graph No. 4 

Air Cavity Centerline Temperatures 
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Graph No. 5 

Air Cavity Pass/Fail Location Temperatures 
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Graph No. 6 

Second Floor Interior Room Temperatures 
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SECTION 12 
NUMERICAL DATA 

 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 30 of 46  RT‐R‐AMER‐Test‐2781 

 
   



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 31 of 46  RT‐R‐AMER‐Test‐2781 

 
   



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 32 of 46  RT‐R‐AMER‐Test‐2781 

 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 33 of 46  RT‐R‐AMER‐Test‐2781 

 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 34 of 46  RT‐R‐AMER‐Test‐2781 

 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 35 of 46  RT‐R‐AMER‐Test‐2781 

 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 36 of 46  RT‐R‐AMER‐Test‐2781 

 

 

 



16015 Shady Falls Road 
Elmendorf, Texas 78112 

 
Telephone:    210‐635‐8100 
Facsimile:    210‐635‐8101 

www.intertek.com/building 

TEST REPORT FOR CARTER ARCHITECTURAL PANELS INC. 
Report No.: 103843210SAT‐003 
Date: 04/03/19 
 

Version: 07/24/17  Page 37 of 46  RT‐R‐AMER‐Test‐2781 

SECTION 13 
DRAWINGS 
 
The  test  specimen  drawings  which  follow  have  been  reviewed  by  Intertek  B&C  and  are 
representative of the test specimen(s) reported herein.  Test specimen construction was verified 
by Intertek B&C per the drawings included in this report.  Any deviations are documented herein 
or on the drawings. 
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Standard TC Locations 
 

 
 

Note: Thermocouple numbering in drawing above has been edited from the standard drawing to 

reflect actual numbering during test (Front view).   
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[not shown] 18 GA. aluminum header 
flashing (located over existing 26 GA. 
Head Flashing) flush with exterior face 
of panel and with 2 in. leg on the 
interior of wall assembly. 
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SECTION 14 
REVISION LOG 
 

REVISION #  DATE  PAGES  REVISION 

0  04/03/19  N/A  Original Report Issue 

       

 


